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Here we report a combined study of transport and thermodynamic measurements on the layered
pnictide material SrAgsAss. Upon cooling, a drop in electrical and Hall resistivity, a jump in heat
capacity and an increase in susceptibility and magnetoresistance (MR) are observed around 110 K.
All suggest non-magnetic phase transitions emerge at around 110 K, likely associated with structural
distortions. In sharp contrast with the first-principles calculations based on the crystal structure
at room temperature, quantum oscillations reveal small Fermi pockets with light effective masses,
suggesting significant change in the Fermi surface topology caused by the low temperature structural
distortion. No superconductivity emerges in SrAgsAss down to 2 K under pressures up to 2.13 GPa;
instead, the low temperature structural distortion moves up linearly to high temperature at a rate

of ~13 K/GPa above 0.89 GPa.

I. INTRODUCTION

Quasi-low-dimensional materials have attracted im-
mense research interest because they often host exotic
ground states due to strong quantum and thermal fluc-
tuations. Layered pnictide materials have provided a
rich platform to explore these ground states and the
competitions among them. For example, the Fermi sur-
face nesting leads to electronic/magnetic instabilities, re-
sulting in spin-density-wave (SDW) state in Fe pnictide
superconductorst? and the charge-density-wave (CDW)
in RAgSby family®#. For the former, the SDW order
competes with the superconductivity and quantum crit-
ical behavior was argued in P doped BaFe;Asy family2.
For the latter, the CDW opens a gap at the Dirac
point, leading to the exotic properties®. Among the
layered pnictide, the ones containing AgAs have shown
rich structural varieties, such as BaAgyAsy” as well the
derivatives of the HfCuSiy structure®. In this paper we
focus on the layered ternary pnictide SrAgsAss, which
crystalizes in the centrosymmetric trigonal space group
R3m?, as shown in the right inset of Fig. 1(a). It can
be taken as ordered SrAgoAss mixed with itinerant Ag
layers, where Ag atoms (light blue balls) in the itiner-
ant Ag layers partially occupy three different sites. As a
charge-balanced Zintl phase, first-principles calculations
suggest that it is a gapless system?. We have performed
a systematic study of SrAgsAs, through transport and
thermodynamic measurements. We show that at least
one non-magnetic phase transition exists in this mate-
rial and affects the electronic states in the system and
results in various anomalies across the transition in its
physical properties. In sharp contrast with the first-
principle calculations which was performed on the room-
temperature crystal structure, by examining the quan-

tum oscillations in this material, we reveal a few much
smaller Fermi pockets with light masses, pointing to the
change of Fermi surface topology caused by the low tem-
perature structural distortion.

II. SINGLE CRYSTAL GROWTH AND
EXPERIMENTAL METHODS

The single crystals of SrAgsAss were grown via the
self-flux method. The starting materials Sr and AgsAs
were mixed according to the molar ratio Sr : AgyAs =
1 : 4. They were loaded into a 2-ml alumina crucible
and sealed inside an evacuated quartz tube. The growth
ampoule was heated to 1100 °C and slowly cooled to 650
°C at a rate of 5 °C/h, at which temperature the single
crystals were separated by decanting the flux in a cen-
trifuge. Sizable plate-like single crystals were harvested,
as shown in the left inset of Fig. 1(a). The typical size of
the crystals can be up to 3x3x0.5 mm? and the as-grown
surface is the ab plane.

Electrical resistivity, Hall coefficient and heat capacity
data up to 300 K were collected using a Quantum De-
sign Physical Property Measurement System (QD PPMS
Dynacool). Seebeck coefficient was measured by a home-
made probe inserted in the PPMS sample chambertC,
The resistivity above 300 K was measured using a home-
made probe in a tube furnace, where the tube chamber
was connected to a vacuum pump to keep the pressure
inside below 20 mTorr. The standard four-probe config-
uration was used in the electrical resistivity (pg,) and
Hall resistivity (py,) measurements. Four Pt wires were
attached to the resistivity bar using Dupont silver paste
7713. During the transport measurements, the magnetic
field was swept from -9 T to 9 T. The data were then pro-
cessed t0 get prpqp uSing pup(B)=(pzs(B)+pzz(-B))/2 and
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Pyz USING pya (B)=(pyz(B)-pyz(-B))/2. The susceptibility
was measured with a QD Magnetic Properties Measure-
ment System (QD MPMS). The high field p., data up
to 35 T were collected in high field magnet laboratory
(HFML)in Nijmegan.

Pressures up to ~ 2.13 GPa were applied using a Be-Cu
piston pressure cell made by C&T Factory Co. Silicone
oil (viscosity 5 ¢St (25°C), Sigma-Aldrich) was used as
the pressure medium. The hydrostaticity of silicone oil
of a wide range of viscosities has been studied and was
found to be an excellent pressure medium even up to ex-
tremely high pressures!12. The feedthrough was sealed
using Stycast 2850 FT. We determined the pressure in-
side the sample space through the pressure dependence
of the superconducting transition of Pb.

First-principles calculations based on density func-
tional theory (DFT) were carried out to study the elec-
tronic structure. The full-potential linearized augmented
plane-wave method and the generalized gradient approx-
imation of the exchange-correlation potential as imple-
mented in the Wien2k package were used'2.

III. EXPERIMENTAL RESULTS AND
DISCUSSION

A. Physical properties of SrAgsAs,

The temperature dependent resistivity, heat capacity,
susceptibility of SrAgsAss up to 300 K are presented in
Fig. 1(a) and (b). It is a diamagnetic metal with po
around 3uf2-cm. Upon cooling, between T7 ~ 102 K and
T ~ 117 K, besides subsequent slope changes in resistiv-
ity as shown in Fig. 1(a) and subsequent slope changes
in susceptibility as shown in the inset of Fig. 1 (b),
two broad peaks in heat capacity (Fig. 1(a)), which are
distinct from the heat capacity with a first-order phase
transition!?, are observed, featuring second order phase
transitions. The Debye temperature inferred from the
low temperature heat capacity is 140 K. The diamagnetic
susceptibility is mainly due to the core diamagnetism of
the heavy silver atoms and Landau diamagnetism, sug-
gesting that the phase transitions lack a magnetic nature.
Hereafter, we will call these transitions as the low tem-
perature phase transitions. The left inset of Fig. 1(a)
shows the temperature dependent resistivity data up to
750 K. Upon warming, besides the slope changes between
102 K and 117 K, an additional resistivity slope change
was observed at T ~ 715 K, suggesting an additional
high temperature non-magnetic phase transition in this
compound.

The temperature dependent Hall resistivity p,, and
MR taken at 9 T are shown in Fig. 1(c). While the non-
linear field dependence of p,, shown in the inset of Fig.
1(c) suggests multi-band transport, the positive sign of
Py suggests that holes dominate the transport. Anoma-
lies appear in both p,,(T) and MR(T). Upon cooling, py
first slightly increases by 8% from 300 K to the transition
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FIG. 1. (a): The temperature dependent resistivity and heat
capacity. Left inset: A single crystal of SrAgsAss against a
1-mm scale. Top left inset: The temperature dependent resis-
tivity measured up to 750 K. (b): The temperature dependent
susceptibility measured with B || ab at B = 1 T. Bottom left
inset: The zoomed-in susceptibility around 110 K. Right in-
set: The crystal structure of SrAgsAss at 300 K. Dark green
ball: Sr; Dark blue ball: fully occupied Ag sites; Light blue
ball: partially occupied Ag sites; Grey ball: As. (c): The
temperature dependent Hall resistivity (py=z) and transverse
magnetoresistance (MR) taken at B =9 T and B || ¢. Inset:
The field dependent py, taken with B || cat T = 2 K and 110
K.

temperature, where it exhibits a sudden drop back to the
room-temperature value; it then roughly remains con-
stant at lower temperatures. In contrast to the roughly
temperature independent py,, upon cooling, the magni-
tude of the MR first increases by 50% across the transi-
tion; then it monotonically grows by 7 times down to 2



K. A sharp increase of the MR in the low temperature re-
gion was observed in various nonmagnetic multiband sys-
tems, such as the type-1I Weyl semimetal WTe,, the weak
topological insulator NbAsy, the Weyl semimetal TaAs,
etc 1218 where the compensation of holes and electrons
can induce the resistivity upturn (so called turn-on effect)
at low temperatures!?. For SrAgyAs,, the 50% increase
in MR likely arises due to the phase transition while the
further growth of the MR at lower temperatures may
originate from the turn-on effect.

Non-magnetic phase transitions can be electron-driven
or lattice-driven. Electron-driven Mott phase transition
is unlikely here since strong Coulomb interaction is un-
expected for Ag't ions. Lattice-driven structural phase
transition is a probable candidate. Meanwhile, consid-
ering that Fermi surface nesting may show up in mate-
rials with layered structure, electron-driven charge den-
sity wave (CDW) formation is a possible candidate too.
The chance of hosting a CDW transition may not be
high since the resistivity anomaly in SrAgsAss does not
show the hump feature of a typical CDW phase transi-
tion. However, because the CDW may only gap a small
portion of the Fermi surface and the formation of CDW
can significantly increase the scattering rate, we still can
not exclude the possibility. Further investigation using
scanning tunneling microscope is needed to check if elec-
tron density modulation exists so that the two scenarios
can be distinguished. Nevertheless, in both cases, struc-
tural distortions will take place. Therefore, hereafter, we
will call the transitions around 110 K as low temperature
structural distortions.

B. Magnetotransport properties of SrAgsAs,

Angle-dependent transverse MR (AMR) measured
with the field B perpendicular to the current is a pow-
erful tool to probe the Fermi surface topology since the
AMR is sensitive to the mobility tensor i = 7/ !, where
7 is the relaxation time and m is the mass tensor closely
related to the Fermi surface topology2?. Figures 2(a) and
(b) show the AMR taken at 9 T at various temperatures
with B rotating in the planes perpendicular to the c axis
and a axis, respectively. The AMR in Fig. 2(a) with
B L ¢ shows the threefold angular oscillations with very
little anisotropy at all temperatures, consistent with the
threefold rotational symmetry of the ab plane and sug-
gesting small in-plane anisotropy. In sharp contrast, the
AMR in Fig. 2(b) with B L a shows a twofold rotational
symmetry, where strong anisotropy with a ratio between
the maxima and minima of about 3.5 exists, suggesting
a quasi-two-dimensional electronic structure in this com-
pound. The AMR reaches its minimum value when B
|| @b plane (0°) and gradually increases when the field ro-
tates toward the c axis (90°) with the maxima somewhere
around 45°. This morphology suggests a more complex
Fermi surface than a simple two-dimensional one. We
noticed that at temperatures higher than 100 K, the fea-
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FIG. 2. (a)-(b): The polar plot of the transverse angle-
dependent magnetoresistance (AMR) of SrAgsAss at various
temperatures with B L ¢ and B L a at 9 T, respectively.
B is perpendicular to the current flow. (c¢) The AMR of
SrAgsAse at various fields at 2 K. Hollow symbols: Exper-
imental data. Solid lines: Simulated AMR assuming cylindri-
cal Fermi pocket. (d): The temperature dependent average
mobility. Inset: The field dependent electrical conductivity
oy at 2 K. (e) The field dependent MR (MR(B)) at 2 K with
B | cor | aupto9 T. Top inset: The log-log plot of the
MR(B) at 2 K with B || ¢ up to 35 T. Bottom inset: The
log-log plot of the MR(B) at 2 K with B || a.

ture at 45° in Fig. 2(b) is gone. It raises the question
of whether the appearance of this feature is related to
a significant Fermi surface reconstruction caused by the
low temperature structural distortion. To clarify this,
we measured AMR at 2 K with B L a under various
fields, as shown in Fig. 2(c). The solid line is the simu-
lated curve based on a cylindrical Fermi surface assump-
tion. At lower field, the AMR agrees well with the sim-
ulated curve and the maximum AMR appears at B || c.
With increasing field, deviations appear and the direction
where the maximum AMR occurs move further and fur-
ther away from the ¢ axis. Therefore, the deviation from
the two-dimensional Fermi surface observed in Figures
2(b)-(c) is more likely to be due to the fact that the mo-
bility tensor of carriers associated with each Fermi pocket
have different temperature and field dependencies.
Figure 2(d) shows the temperature dependent geomet-
ric mean of the mobilities fi while the inset shows the
field dependent electrical conductivity o, at 2 K which



was calculated using o4y = pya/(p2, + p2,). According
to the standard Bloch-Boltzmann transport theory2!, we
inferred the geometric mean of the mobilities fi = /12
using the formula i=1/B,,4z, where By,q. is the field at
which o,,(B) peaks at. [i increases with decreasing tem-
perature with the value of 0.5 m?V~1s~! at 2 K. This
value is lager than that in the nodal line semimetal candi-
date CaAgAs? but smaller than those in WTes, Cd3Ass,
etc. 221,

Figure 2(e) shows the field dependent MR up to 9 T
with the current along the a axis. With B || @, MR shows
convex behavior with field. Instead of the quadratic field
dependence, MR is roughly proportional to B*? (the bot-
tom inset of Fig. 2(e)). With B || ¢, MR shows concave
behavior with field, which may be a trend of satura-
tion. However, even with fields up to 35 T along the
c axis, no saturation is realized up to 25 K, the high-
est temperature we measured. MR is roughly propor-
tional to B%"™ in an extended field range from 2 T to
35 T and reaches 600% at 0.35 K (the top inset of Fig.
2(e)). This field dependence holds from 3 T to 35 T
at 25 K. Non-quadratic field dependence of MR is non-
trivial and has been observed in many materials such as
the Dirac semimetal Cd3As, , the Weyl semimetal TaAs
etc 71821 The origin of this non-quadratic field depen-
dence can arise from distinct mechanisms. Magnetism
can be excluded since SrAgAsy is nonmagnetic?. In the
classical region, an open Fermi surface can lead to linear
MR and a saturating Hall coefficient. This is not the case
here either22. In the quantum limit, MR will be linear
when only the lowest Landau band participates in the
conductivity?422. However, the non-quadratic response
in SrAgsAs, appears at very low field region which is
away from the quantum region. Disordered systems with
high mobilities, such as AgsSe, Dirac semimetal CdzAss
and few-layer black phosphorus?!:26:27:22 also show linear
MR. This has been investigated using the classical disor-
der model??, where Monte Carlo simulation shows that
the linear MR in disordered materials with high mobil-
ity can come from the spatial fluctuation of local current
density. As we will show later, indeed, the charge carri-
ers in SrAgsAs, have high mobilities and small effective
masses. Therefore, the linear MR in SrAg,Ass may sug-
gest that local current density fluctuation plays a key role
here.

C. Quantum oscillations of SrAgiAs,

Quantum oscillations are observed in both resistivity
and magnetization measurements above 1 T at low tem-
peratures, as shown in Fig. 3(a). To shed light on the
Fermi surface topology in the low temperature struc-
ture, we performed a systematic study of Shubnikov-de
Haas (SdH) quantum oscillations (QO) and de Haas-van
Alphen (dHvA) QO for SrAgsAss. According to the On-
sager relation, the area S of the extreme cross section
of the Fermi surface which is perpendicular to the ap-

plied field are related to the oscillation frequency f by
the equation f = J- 530 Figure 3(b) presents the Fast
Fourier transformation (FFT) spectra of the oscillating
Pzz,.. and Myse, where pg.. .. and M, are obtained
by subtracting a polynomial background from p,, and
M, respectively. Different oscillation frequencies are de-
tected. Combining all three sets of data measured on
different samples (see Supplemental Material®!), we were
able to assign the oscillations to four fundamental fre-
quencies (F; =38 T, F», =125 T, F5 =173 T, F, = 760
T) and the harmonics of Fg, as labeled in Fig. 3(b).

Quantum oscillations are a function of both B and
T. For the dHvA oscillations which occur in the mag-
netization, Mys.(B,T) can be described by the Lifshits-
Kosevich (LK) formula®?

M,se(B,T) < (B)*RrRpSin[2n(F/B+~ —46)] (1)

A(B,T) « (B)*RrRp (2)
_ oI'm*/Bm,

T sinh(aTm*/Bmg) 3)

Rp = exp(—aTpm*/Bm,) (4)

where A(B,T) is the amplitude of the QO, Ry is the
thermal damping term which dominate the tempera-
ture dependence of the oscillations, Rp is the Dingle
damping factor which dominates the field dependence
of the oscillations, F' is the oscillation frequency, T is
the temperature, m. is the free electron mass, a =
212kpme/eh = 14.69 T/K, m* is the cyclotron effec-
tive mass, and Tp = ﬁ is the Dingle temperature
which is a measure of the single-particle scattering rate
Ts. A is a dimensional factor, which is 1/2 for the three-
dimensional (3D) case and 0 for the two-dimensional (2D)
case. The phase factor v — ¢ and the Berry phase ¢p are
related by the equation ¢ g = m— 27y and the phase shift
0 is 0 or +1/8 for 2D or 3D Fermi surfaces respectively.

Let us take the dHvA oscillation as an example to ex-
plain how data analysis of QO is performed. The exper-
imental QO of a material are a summation of individual
oscillations associated with each oscillation frequency. If
only one quantum oscillation frequency exists, the data
analysis to infer m* and Tp is straightforward and is de-
scribed as follows2? (method 1). Firstly, by subtracting
a smooth background of M(B), we can obtain the os-
cillation part M,s.(B). Then at each temperature, we
extract the amplitude of the M,.(B) at a fixed By so
that a plot of the temperature dependent oscillation am-
plitude, A(T'), can be made. By fitting A(T) using Eq.
(1) with B = By, the m* can be obtained without ap-
proximation. Then at a fixed temperature 77, we can
make a plot of the field dependent oscillation amplitude,
A(B). By fitting A(B) using Eq. (1) with T = Ty and
m™*, the Dingle temperature Tp can be determined. Fi-
nally, using m* and T, and by fitting the M,,.(B) at the
fixed temperature 77, the Berry phase can be obtained.
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FIG. 3. (a): The field dependent resistivity and magnetization at 2 K with B || ¢. (b): The FFT spectra obtained from M.
(data A), HFML pgz,.. (data B) and PPMS pzq,.. (data C). Polynomial fitting is used to remove the smooth background from
M(B) and pzaz to get Mosc and pza,,... The FFT was performed from 0.5 T to 7 T on Mos. (data A), from 4 T to 35 T on
HFML pgs,.. (data B), and from 0.8 T to 9 T on PPMS pgs,.. (data C). The fundamental oscillation peaks and the harmonic
peaks are labeled as F1, Fa, 2F3, 3F2, F3 and Fy4. (c): Mosc associated with Fa (data A) vs. 1/B at 2 K. The method to obtain
Mosc is described in the text. Inset: the detail of the FFT spectrum near F». (d) The Dingle plot and the evolution of the
cyclotron effective mass of Fo with B1. Method 1 as described in the text is used for the data analysis. (e) The evolution of the
cyclotron effective mass of Fo with B;. Method 2 as described in the text is used for the data analysis. The orange rectangle
shows the cyclotron effective mass of F2 obtained using method 1 with 99% of confidence level (2.576 times the standard error).
(f) The normalized A"FT /JATFT(2K) of F1, F2, F3 and F4. The FFT was performed on PPMS py,.. (data C) from 5 T to 9

T. Fits by Lifshits-Kosevich formula are denoted by solid lines.

However, in most cases, more than one oscillation fre-
quencies exist. If we do a Fast Fourier Transformation
(FFT) of M,s.(B) and these frequencies are well sep-
arated, we can filter out the individual oscillations as-
sociated with each frequencyi®. A sanity check can be
made to see if the summation of these individual oscilla-
tions agree with the total experimental oscillation. Then
for each individual oscillatory pattern, method 1 can be
used to infer m* and T for that frequency/Fermi pocket
without approximation. With the known m*s and Tps, a
multi-band LK fitting of M,s.(B) at a fixed temperature
T1 can be made using Eq. (1) to determine the Berry
phase associated with each frequency.

For the above two situations, no approximation of the
LK formula is needed during the data analysis. Now, let
us move to the most complicated situation where those
frequencies are not well separated but overlap with each
other and as a result, individual oscillations cannot be
obtained without beats. In this situation, standard FFT
data analysis method with an “average” B has to be used
(method 2). This is the case for SrAgsAss. Firstly, we
performed FFT on M,s.(B) in the FFT window of By

and Bs at various temperatures. Secondly, we collected
the amplitude of the FFT, APFT_for each QO FFT peak
at various temperatures to get AFFT(B,T). We then fit
the data with Eq. (1) to obtain m* where an “average”
B of 2/(1/By + 1/B5) is used.

For SrAgsAss, we found that Fy in the dHvA oscilla-
tions can be relatively nicely band-pass filtered into oscil-
lations with only weak beats, as shown in Fig. 3(c). We
then used method 1 to analyze the pattern in Fig. 3(c)
to get m*. Six different values were chosen for By, and
the resulted m* are shown as red spheres in Fig. 3(d).
They show very small variation, with m*/m. = 0.093(2).
Using this value for m*, Tp was found to be 2.43(6) K,
suggesting a long quantum life time of 7, = 0.50(1) ps.
This value is a few times longer than that of CdzAss but
similar to the one of ZrTes2728. Since SrAgsAs, shows
partial occupancy which is a necessary condition for the
chemical bonding rules to be satisfied?, it is surprising to
see the charge carriers can have such a long quantum life
time.

We then obtained m* of F» using method 2 by varying
Bj from 0.5 T to 7 T, as shown in Fig. 3(e). We found
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FIG. 4. (a): The color plot of angle-dependent FFT of pzs,,. with the rotation geometry shown in the inset. (b): The band
structure calculated from first-principles calculations with density-functional theory (DFT) using the crystal structure at 300
K. (c): The density of states based on the DFT calculation. (d): The Fermi surface based on the DFT calculation using the

crystal structure at 300 K.

that m* varies much with the choice of By. In Fig. 3(e),
we also plotted m* of Fy obtained using method 1 with
99% of confidence level (2.58 of standard error) as shown
in the orange rectangle. We can see that as we increase
B from 0.5 T to 7T, the m* first increases sharply and
then starts saturating when B; > 4 T. The saturated
value is close to the m* we obtained using method 1.
This observation suggests that if a large FFT window is
chosen, the effect of the Rp term may lead to an unreal
effective mass using method 2. Therefore, based on the
above observation and considering the fact that a suffi-
cient number of oscillations are necessary for a good FFT
analysis, we chose By as 5 T and Bs as 9 T to determine
the m* for all other frequencies. The LK fit of the tem-
perature dependent FFT amplitude gives a fitting error
around 1% for all frequencies. Thus, to be more conser-
vative, we used a standard error of 2% for all cyclotron
masses, which is the one obtained for F» using method
1. The resulting effective masses are 0.120(2) for Fy,
0.093(2) for Fa, 0.170(3) for F3 and 0.330(7) for Fy.

To further investigate the Fermi surface topology, we
studied the angle-dependent SAH oscillations and com-
pared them with the first-principles calculations. The
measurement geometry is shown in the inset of Fig. 4(a).
B was rotated from the a axis to the ¢ axis and then to
the -a axis. The angle-dependent FFT spectra of pus...
obtained using data C are presented in Fig. 4(a). Both
Fo and F3 have minima at B || ¢ and increase with the
field B rotating away from the c¢ axis, suggesting that
the associated Fermi pockets have the minimum extreme
cross sections in the plane perpendicular to c.

To understand the observed SdH, DFT band structure
calculations were performed using the crystal structure
in Ref.2 obtained at 300 K. The referenced crystal struc-
ture shows that there are four Ag sites. Two of them have
very low occupancies (0.051(3) and 0.036(4)), one has a
higher occupancy of 0.789(8) and another is set to be

fully occupied. To simplify the calculation, the Ag sites
with low partial occupancies are ignored while the Ag site
with larger partial occupancy is fully occupied. Figure
4(c) shows the density of states (DOS) plot. It suggests
a semimetallic character for SrAgsAss, consistent with
experiments. The DOS at the Fermi level is dominated
by arsenic p orbitals while the Ag d orbital weights small.
Therefore, although our DFT calculation employed sim-
plified crystal structure ignoring the Ag sites with low oc-
cupancies, it should keep the main features of the Fermi
surface. Figure 4(b) shows the DFT band structure. The
feature of the band structure near the Fermi level is not
affected by spin-orbit coupling. Two types of Fermi pock-
ets exist, as shown in Fig. 4(d). The hole pocket centered
at the I' point is two dimensional along the I'-Z direction
with the effective mass of 0.4m. when B || ¢ while the
electron pocket centered at the F point is a three dimen-
sional oblate ellipsoid with the effective mass of 0.5m,
when B || ¢, consistent with the electron-hole compensa-
tion suggested by the observed turn-on effect. However,
the inferred frequencies from the minimum extreme cross
section of the two Fermi pockets are around 1000 T, much
larger than Fy to F3 (7 T, 125 T and 173 T) we observed
experimentally but reasonably close to the F4 ~ 780 T.
Considering the small SAH Fermi pockets with ex-
tremely small effective masses and the dramatic discrep-
ancy between QO and DFT calculations, the Fermi sur-
face topology must have changed significantly due to the
low temperature structural distortion. Unexpected small
Fermi pockets have been discovered in Cuprates, as the
result of the band folding effect due to the formation
of CDW243% while banding folding has been observed
in Fe-based superconductors due to the structural and
magnetic phase transitions2¢. At low temperatures, the
structural modulation expands the unit cell and lowers
the symmetry of the crystal. As a consequence, the Bril-
louin zone is folded and small Fermi pockets can appear.



Further investigation is needed to clarify the origin of
this low temperature structural distortion and thus to
explain if the small Fermi pockets observed are from a
simple band folding effect.

D. The effect of external pressure on SrAgiAs,

Tuning the phase transitions using either chemical dop-
ing/intercalation or external pressure may result in un-
usual ground states. For example, suppressing the CDW
order in TiSez using Cu intercalation has led to the
appearance of superconductivity2’. The suppression of
SDW in LaFeAsO by F doping on the O sites has made
the discovery of the second high temperature supercon-
ducting family2. To tune the ground state of SrAgyAss,
we applied external pressure using silicone oil (viscosity
5 ¢St (25°C), Sigma-Aldrich) as the pressure medium on
a piece of SrAg,Ass whose RRR is &~18 at ambient pres-
sure. Figure 5(a) shows the evolution of p(T) under the
application of external pressure up to 2.13 GPa. No su-
perconductivity is observed. Figure 5(b) shows the first
derivative of the p(T) at various pressures. Below 0.89
GPa, the transition temperature is slightly suppressed
with pressure at a rate of 3.2 K/GPa and then starts to
increase linearly at a rate of ~ 13 K/GPa up to 2.13 GPa,
the highest pressure we applied. The T-P phase dia-
gram is summarized in Fig. 5(c) where the non-magnetic
transition temperature T is determined by the criterion
shown in Fig. 5(b). The T-P phase diagram shows a
v-shaped pressure dependence of the transition temper-
ature. It is worth noting that silicone oil solidifies at
around 1 GPa at room temperature, above which the hy-
drostaticity is lost. This is evidenced by the peak broad-
ening above 0.89 GPa in Fig. 5(b). However, we believe
the enhancement of the T above 0.89 GPa is intrinsic
since the Ty increased by ~ 20 K from 0.89 GPa to 2.2
GPa and shows no sign of slowing down. The drop in
resistivity across the transition, Ap,,, was determined
using the criterion shown in the inset of Fig. 5(a). Apg,
first decreases and then increases with pressure, in a sim-
ilar manner as T, as shown in Fig. 5(c). Both pressure
dependent transition temperature and Ap,, that we ob-
serve here are reminiscent of the evolution of the CDW
transition in SmNiCy under pressure3®:39,

IV. CONCLUSION

In conclusion, SrAgsAs; shows electronic changes
across the low temperature structural distortion around
110 K. In addition, a high temperature structural distor-
tion around 715 K was evidenced by a slope change in re-
sistivity. Angle-dependent MR measurements show small
in-plane anisotropy but large out-of-plane anisotropy,
suggesting a two-dimensional electronic structure. Multi-
band transport is observed; large non-saturating MR
was observed with high mobility, consistent with the
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FIG. 5. (a): The temperature dependent resistivity of

SrAgsAse under various pressure. Inset: The criterion to de-
termine the Apae. (b) The dR/dT at various pressure. The
criterion to determine T, is shown. (c) The temperature-
pressure (T-P) phase diagram and the drop in resistivity Apzs
across the transition as a function of pressure. The error bars
correspond to the standard deviation of an average of six cal-
culations.

semimetallic nature revealed by the DFT calculation.
MR shows nontrivial field dependence, which may be due
to charge fluctuation in this highly disordered material.
Both dHvA and SdH oscillation reveal small Fermi pock-
ets with light effective masses. An unusually long quan-
tum life time of 0.50(1) ps was determined for the Fermi
pocket associated with frequency Fy. However, the DFT
calculation based on the room temperature crystal struc-
ture leads to Fermi pockets with much larger size and
heavier masses. We attribute this discrepancy to the sig-
nificant change in the Fermi surface topology caused by
the low temperature structural distortion. The applica-
tion of external hydrostatic pressure first suppresses the
transition below 0.89 GPa and then enhances the phase
transition linearly at a rate of ~13 K/GPa up to 2.13
GPa without inducing superconductivity.
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