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Figure S1. The cross-ectional view of the cold sprayed ZIF-8 film at P0 = 4 bar and T0 = 250˚C. DMF was included in the ZIF-8 precursor.
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Figure S2. XRD pattern of ZIF-8 coated on glass with DMF in solution 
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